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 · Mechanically Seamed Curved Metal Roofing System 
· Galvanized, Galvalume, Aluminum, Zinc, Stainless and Copper 
· Available 12”, 14”, 16” and 18” 
· UL90. ASTM E 1592 wind uplift tested 
· ASTM E 1680 air infiltration and ASTM E 1646 ASTM E 2140 water  
       penetration tested 
· Kynar 500 Finish with up to a thirty year warranty 
· Mechanically seamed continuous length panels 
· Panels can be curved to 20’ minimum radius 
· Optional stiffening ribs and striations recommended to minimize oil canning 
· Striation pattern varies by location 

Panel w/ Striations  

Flat panel 

2” 

Panel w/ Stiffening Ribs 

Seamer 

  Manufactured by: 
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